
Certificate NrCustomerCustomer Ref.Order NrMaterial Desc.DimensionsPart Nr

CERTIFIED MATERIAL TEST REPORT:::::::

:
Item :
Alloy :Coils X 1000 MM X 1 MM

466886M. SILVA, SEABRA & CEMAIL840944/3
FB / 1045

0036205
Cu-DHP CW024A

DdT

Marking Nr Weight Cast Sample Marking Nr Weight Cast SampleFK260257 1115 5G0908/AB 25520729
EN 1652 CW024A

Composition(%)MinMax
Cu+Ag99.9000 P 0.01500.04005G0908/AB 99.9496 0.0277

EN 1172 R240
Test TensileStrengthRm

YieldStrengthRp
Elongation50mmN/mm ² N/mm ² %MinMax 240300 180 8

288 223 2925520729
EN 1172Test Thickness

mmMinMax 1.0001.0201.00025520729

Company with the quality management system certified by IGQ according to ISO 9001:2015This supply is in compliance to the requirements reported in your Order/Technical Specification.
Document complying to EN 10204 3.1. Standard, issued under computerized control.Signature not required. The QR&D Dr.ssa E. Martellucci

Fornaci di Barga 26/02/2026



